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ALSC &ARA - Who are we?

ANon-profit trade associations

ARepresent lumber and structural wood panels
ALumber
AStructural Plywood
AOSB
ALaminated Veneer Lumber SN
ALaminated Strand Lumber
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Standards Activities Through
Dept of Commerce/& NIST

ANat 0| St anda
Dept of Commerce and
NIST

AALSC sponsors PS 20
(Lumber)

American Softwood

; Lumber?tandard AAPA Sponsors PS 1
(Plywood) and PS 2
(Structural Panels)
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Important: for\W&M\ Standards's

AWood is a natural material i properties vary
by species, grain direction, moisture content

APanel manufacturing processes change
some wood properties

APS 20, PS 1 and PS 2 consider these factors
AWhat factors are important for NIST 1337
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Figure 3-3. Characteristic shrinkage and distortion
of flat, square, and round pieces as affected

by direction of growth rings. Tangential shrinkage
is about twice as great as radial.
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Wood Is a multi-
directional
material

Source: Hoadley, apa
1990



